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% of Fibres

EarTag : Prometheu Staple Len : 105.0 mm
Micron :  19.9 mic Min Mic : 18.2 mic
SD: 4.7 mic Max Mic : 23.6 mic
CVD: 23.6 % SD Along :  1.70 mic
CEM: 9.8 mic
<15 8.7 %
CF: 96.3%
SF: 19.8 mic
184 CRV: 36.9 Dg/mm
17| SDC: 28.0 Dg/mm
16 LotDest : superfine 25
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