OFDA 2000 REPORT : SORTED BY TAG

Samples April 2020 (18Records)
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EID : istina Klove
EarTag : Snow Wh.
Micron : 18.4 mic
SD: 4.0 mic
CVD: 21.9%
CEM: 8.3 mic
<15: 143 %
CF: 99.3%
CRV: 32.7 Dg/mm
SDC: 30.7 bg/mm
LotDest : Superfine
Notes : 39943
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Fibre Diameter (microns)
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Staple Len : 125.0 mm
Min Mic: 17.7 mic
Max Mic : 20.7 mic
SD Along :  1.00 mic
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